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	Name
	Size
	Static H2O Adsorption Capacity
	Size Ratio
	Crush Strength
	Bulk Density
	Packing Moisture

	M.S.13X
	1.6 – 2.5 MM (8x12 mesh)
Pore size 3A (3 Angstrom)
	
≥24.0%
	
≥98.0%
	
≥70.0N/p
	
≥0.60g/ml
	
≤1.5%
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Formula:-
Soduumipotassium alumino siicate;
Nag6{(AI02)86(SI02)106] - xH20
Alternate name: Zeolite

Pore diameter 10A

Indication uses: Desiccation,
desulfurization and purification of
petroleum gas and natural gas

CAS 63231-69-6

Expity: [Syears]

ECP-Analytical Reagent
Molecular Sieve 13X (10A)
8*12 mesh ; 1.7-2.4mm

33631

Non Hazardous




